
Diameter (TEM): 179 nm Particle Surface:

First Standard Deviation: 16 nm Particle Form:

Coefficient of Variation: 8.9 % Mass Concentration (SiO2):

Surface Area (TEM): 14.9 m
2
/g

     OD at λ   = 12.23

180 nm Non-Functionalized Redispersible  Silica

Lot Number: JEA0224-ECP1414

Powder

Silanol

> 99 %

When redispersed in water at 10 mg/mL
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     OD at λ350  = 12.23

Storage: Cool and dry place.

DO NOT FREEZE.  AVOID INHALATION.  Sonicate to resuspend.
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Diameter and Size Statistics: JEOL 1010 Transmission Electron Microscope

Mass Concentration: Gravimetric Analysis- AND HM-202

Spectral Properties: Agilent 8453 UV-Visible Spectrometer
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Characterization Instrumentation

nanoComposix, Inc

4878 Ronson Ct. Suite K

San Diego, CA 92111 nanoComposix.com

info@nanocomposix.com

Phone: (858) 565-4227

Fax: (619) 330-2556


